
UDOT 2006 Minimum Sampling and Testing Requirements
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Section Related Section Only  (No minimum sampling details)

01561 Temporary Environmental Fence

01891 Move Street Signs and Mailbox Assemblies03055 Concrete

01892 Reconstruct Clean out, Meter, Valve, 
Manhole, and Monument Boxes

02075 Geotextiles

02078 Asphalt Overlay Fabric

02082 Water Meter

02372 Wire Enclosed Riprap

02373 Riprap

02376 Erosion Control Blankets/Channel Liners

02455 Driving Piles

02466 Drilled Caisson 03055 Concrete,  03211 Reinforcing Steel

02610 Pipe Culverts

02611 Diversion Box Gate and Frame

02613 Culvert End Section

02622  Underdrain 02610  Pipe Culverts,  02061 Select Aggregate, 02075 Geotextile

02643  Concrete-Lined Ditch 02324 Compaction,  03055 Portland Cement Concrete,  
 03152 Concrete Joint Control

02645  Precast Concrete Box Culvert

02712  Lean Concrete Base Course

02715 Hydrated Lime Treated Roadbed

02721 Untreated Base Course

02741 Hot Mix Asphalt

02743  Hot Mix Asphalt -  
Bike and Pedestrian Paths

02744  Hot Mix Asphalt - Procurement

02745  Asphalt Materials

02746  Hydrated Lime

02748  Prime Coat/Tack Coat 02745 Asphalt Materials
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02749 Asphalt Driveway 02721  Untreated Base Course

02752  Portland Cement Concrete Pavement

02762 Plowable Pavement Marker

02765  Pavement Marking Paint

02768  Pavement Marking Materials

02771 Curb, Gutter, Driveway and Disabled 
Pedestrian Ramp

03055 Concrete,  03152 Concrete Joint Control,  03211 Reinforcing Steel,   
05120 Structural Steel,   03390 Concrete Curing Compound

02773 Asphalt Concrete Curb

02776 Concrete Sidewalk, Median Filler, and 
Flatwork

03055 Concrete,  03152 Concrete Joint Control, 03390 Concrete Curing 
Compound

02785 Chip Seal Coat

02786  Open Graded Surface Course

02812 Pressurized Irrigation Systems

02821 Chain Link Fencing and Gates

02822 Right-of-Way Fence and Gate

02825  Cattle Guard

02841 Traffic Barriers

02842  Delineators

02861 Precast Noise/ Retaining Walls

92891 Traffic Signs

02892 Traffic Signal

02896 Boundary Survey

02911 Mulch

02912 Topsoil

02922 Seed, Turf Seed, and Turf Sod

02932 Trees, Shrubs, and Groundcovers

02966 Recycled Surface

02967 Surface Repaving

03055 Portland Cement Concrete

03152 Concrete Joint Control

03211 Reinforcing Steel and Welded Wire
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03310 Structural concrete  03055 Concrete,  03211 Reinforcing steel,  03152 Concrete Joint Control,  
03152 Curing Compounds,  03152 Waterstops

03392 Penetrating Concrete Sealers

03412 Prestressed Concrete

03575 Flowable Fill

05120 Structural Steel
Structural Metals
High Tensile Strength Nuts, Bolts, and Washers
Load Indicator Washers

05822  Expansion Bearing

05832  Expansion Joint

06055  Timber and Timber Treatment

09970 Painting for Structural Steel

16135 Electrical Junction Boxes

16525 Highway Lighting

16526 Electric Work (Bridges)

Galvanized Steel Pipe, Polyvinyl Pipe, and Copper 
Pipe

Cast Iron Pipe Fittings and Welded Steel Pipe

Fittings, Valves, Gaskets, Bicycle Grates, Manholes, 
etc.

All other electrical 
components

All other electrical 
components

All other plumbing
 components
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